T C T Report No. TCT240509B040

TEST REPORT

JIS C 62133-2:2020
Report Number.........cccoovvmninnsnninsers s : TCT240509B040
Date of iISSU@ ....cccervrimrierine e i 2024-05-24
Total number of pages ........cccccvecmmrininnnisiecnnnns . 35 Pages.
Tested by (name + signature) ..........cccceeiiuenunen . Carry Wang
Inspected by (name + signature) ........cccceceeennn. : Aiden Liu
Approved by (name + sighature) ..........ccccvevueens : Tomsin
Testing 1aboratory ...........ccoceeeeveveveresesesesesesesenens : Shenzhen TCT Testing Technology Co., Ltd.
AdAreSs ......cocerrerrerrrise s . 2101 & 2201, Zhenchang Factory, Renshan Industrial

Zone, Fuhai Subdistrict, Bao'an District, Shenzhen,
Guangdong, China

Testing 10Cation ........cccocvvevverrcrseseserrer s sessenaeas : Asabove
Applicant’s hame ...
AdAreSS ....ooriiimerine e ————
Manufacturer's name ..........cccvmniernnnennneennn |
AdAreSs ....ooriiimerise e ———

Test specification:

Standard .........ccoccecerirceer s ¢ JIS C 62133-2:2020
Test procedure .........ccccrriivscmnrinsssmnninnsseenna . 1YPe approved
Test result ........ccccvmvvvcmnrsni e - Pass
Non-standard test method ..........c.cccccmiiinnrnnnnnne : N/A

The test results presented in this report relate only to the object tested. This report shall not be
reproduced, except in full, without the written approval of the Issuing Shenzhen TCT Testing
Technology Co., Ltd.
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